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Change Letter

Document:
Manual of Instruction - Part 8 Materials

Letter Code:
MOI - 10

Subject:
Manual of Instruction section 957 - Resistance of
Compacted Bituminous Mixture to Moisture
Induced Damage

Effective Date:
January 2, 2004

Summary:
Manual of Instruction section 957 - Modified to include the five cycles of conditioning.

  

_______________________ __________________________
Troy Peterson, P.E. Timothy Biel, P.E.
Quality Assurance Engineer Engineer for Materials
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